
 
 
SECTION 704 - THERMOPLASTIC PAVEMENT MARKINGS:  of the 

Standard Specifications is revised to read: 
 
 
704-2.02 Composition:  The compositional table is modified to read: 
 
The reference to "Basic lead chromate" shall be changed to "Yellow Lead-Free Pigment." 
 
         Percent by Weight 
       White   Yellow 
 
Yellow Lead-Free Pigment       ----    4-10 
 
 
 
704-2.03   (D) Lead Chromate Pigment:  Is revised to be read: 
 
  (D) Yellow Pigment: 
 
The yellow pigment shall be heat resistant and lead free.  The amount (above the specified 
minimum) and type of yellow pigment shall be at the option of the manufacturer provided 
that the material is able to conform to all color requirements in a stable and durable fashion 
herein specified. 
 
 
 


